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Recently, scanning transmission electron microscopy (STEM) has been shown to provide numerous 

benefits to the practice of diffraction contrast imaging of crystalline defects [1,2]. Among others, a 

prominent benefit was the ability to perform defect imaging with the crystal aligned along a zone axis 

orientation, i.e., with the beam direction, B ,  parallel to a principal zone. It was noted that the zone axis 

image quality, and hence defect contrast, are strongly dependent on the particular zone chosen. In this 

contribution, we propose that the defect image contrast quality from a given zone is directly related to 

the electron Kossel pattern (EKP), which is a function of crystal structure, orientation, and thickness, as 

well as the accelerating voltage. 

The theory of EKP has been developed in conjunction with simulations of electron channeling contrast 

images (ECCI) of dislocations [3]. In essence, the EKP intensity is proportional to the number of 

incident beam electrons that “survive” through a given thickness, without being previously inelastically 

scattered. Hence, surviving electrons are then able to undergo elastic scattering events and give rise to 

defect contrast. EKP simulations were performed on multiple crystal systems for a variety of 

orientations. In addition, experimental STEM images were acquired on an FEI TF20 in crystals which 

contained various defects and were aligned along a zone axis orientation. 

In Fig. 1, the central regions of electron Kossel patterns are presented for fcc-Ni at 200 kV, for a 

thickness of 100 nm. Superimposed over each pattern are circles that represent the range of incident 

beam directions for three different convergence angles: 5.9, 8.2, and 12.2 mrad. For each convergence 

angle, the average intensity inside the circle was then calculated and normalized by the maximum 

intensity. The decimal value of this ratio for a 5.9 mrad beam is indicated in the lower left corner of each 

pattern. Thus, a ratio of 1.00 represents the highest “transmittance” for a given convergence angle.    

Fig. 2 displays two example images acquired from a Ni-based superalloy oriented in zones that are 

considered to be favorable based on the EKPs. For these zones, not only is there high contrast between 

the matrix (Ni-based) and precipitates (Ni3Al-based), but there also exists desirable contrast between the 

defects and the microstructure. It is important to note that, habitually, we observe poor defect contrast 

quality when B  = 111  , which is consistent with its low EKP average intensity value. 

Based on ample experimental evidence, larger normalized EKP intensity ratios correlate well with high 

quality zone axis STEM defect images. Thus, it is proposed that one can choose to perform defect 

imaging in certain zone axis orientations by using the calculated EKPs as a rubric for selection. In 

addition to the fcc case presented here, we will discuss the extension of this analysis (both EKP 

simulation and experimental imaging) to multiple other crystal systems, such as bcc and hcp. 
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Figure 1: Central regions of EKPs for fcc-Ni at 100 nm and 200 kV. The circles represent the range of 

incident beam orientations for 5.9, 8.2, and 12.2 mrad convergence angles. Indicated in the lower left 

corner is the ratio of the average intensity inside the 5.9 mrad circle, normalized by the maximum 

intensity value. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 2: Zone axis STEM images of defected regions of a Ni-based superalloy acquired B  = [001] (a) 

and B  = [112].(b)  
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