
In-Situ TEM Compression of MgO Nanocubes 

In-situ

524
doi:10.1017/S1431927613004613

Microsc. Microanal. 19 (Suppl 2), 2013
© Microscopy Society of America 2013

https://doi.org/10.1017/S1431927613004613 Published online by Cambridge University Press

https://doi.org/10.1017/S1431927613004613


References 

Y. Gaillard, C. Tromas, J. Woirgard, Acta Mat., 54 (2006) 1409.
Bulatov, F. Abraham, L. Kubin, B. Devincre and S. Yip., Nature 391 (1998) 669.

 T. Koyama, and L. Jing, Eng. Anal.  Boundary Elements 31 (2007) 458.
W.W. Gerberich, et al., J. Mater. Res. 24 (2009) 898.

Figure 1.

Figure 2.

(a) (b)

(a) (b) (c)

1(b)

Microsc. Microanal. 19 (Suppl 2), 2013 525

https://doi.org/10.1017/S1431927613004613 Published online by Cambridge University Press

https://doi.org/10.1017/S1431927613004613

